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Project:  
 
Cracked 2" diameter gas pipe section from PS07-002 Natural Gas Incident, Mitchell, South Dakota 
 
Order of Documents: 
 

1. LIST OF ATTENDEES 
2. VISUAL EXAMINATION 
3. CHEMICAL ANALYSIS  
4. TENSILE TEST 
5. QUANTITATIVE CHEMICAL ANALYSIS 
6. GRAIN STRUCTURE EXAMINATION 
7. ADDITIONAL PHOTOS 

A. On-site Photos 
B. Visual Examination Photos 
C. SEM EDS Photos Data 
D. Grain Structure Examination (GSE) Photos 
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